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Report Title: Report No:
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Client Name: Client Reference:
Richport Technology Pte Ltd
No. 107 Neythal Road PO No. 2012-03-087
Singapore 628595
Attention to: Date:
Mr. Lim Hock Kim 03 April., 2012
Report:
Subject : To conduct adhesion test.
Sample Description : Sample : Black Zinc Plating.

Base Material : Mild Steel
Received Date: 30/03/12.

Test Method : ASTM B571-97 (2008) “Adhesion Testing of Metallic Coating”
Test Results Observation : Satisfactory
Work Carried Out By: Reported By: Approved By:
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