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Client Reference: PO No. 2012-07-067
Report Title: Adhesion test of coated test panel
Client Details: Richport Technology
No. 107 Neythal Road
Singapore 628595
Attn.: Ms. Leah S. Reglos
Sample Description: Phosphorus and nickel contents coated test panel — Batch 2
Test Standard: ASTM B571-97(2008) “Adhesion Testing of Metallic Coating”
Date Received: 24 July 2012
Date Tested: 25 July 2012
Location of Test: 249 Jalan Boon Lay, Singapore 619523
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