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Report No: 8250-0712-01845/C479
Date of Report: 25 July 2012

Your Reference: PO#: 2012-07-066

REPORT TITLE
Chemical Analysis Report of Electroless Nickel Plated Sample

CLIENT DETAILS
Richport Technology Pte Ltd
No. 107 Neythal Road
Singapore 628595

Attention: Leah S. Reglos
SAMPLE DESCRIPTION

High Phosphorus EN Plating, Batch 1
Date: 23 July 2012

SAMPLE SUBMISSION DATE
23 July 2012
METHOD OF TEST
Inductively Coupled Plasma - AES
RESULT OF ANALYSIS
Sample Ref. Phosphorus, % w/w
Batch 1 #1 11.8
Batch 1 #2 11.6
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Report No: 8250-0712-01846/C480
Date of Report: 25 July 2012

Your Reference: PO#: 2012-07-067

REPORT TITLE

Chemical Analysis Report of Electroless Nickel Plated Sample

CLIENT DETAILS
Richport Technology Pte Ltd
No. 107 Neythal Road
Singapore 628595

Attention: Leah S. Reglos
SAMPLE DESCRIPTION

High Phosphorus EN Plating, Batch 2
Date: 23 July 2012

Branch Office:
601 Rifle Range Road Singapore 588398
Tel: (65) 6460 9171 Fax: (65) 6469 3842

Block 4010 Ang Mo Kio Avenue 10
TECHPLACE 1 #01-11, #03-08 and #03-12
Singapore 569626

Tel: (65) 6854 3571 /3567 Fax: (65) 6854 3566

SAMPLE SUBMISSION DATE
23 July 2012
METHOD OF TEST
Inductively Coupled Plasma - AES
RESULT OF ANALYSIS
Sample Ref, Phosphorus, % w/w
Batch 2 #1 11.7
Batch 2 #2 117
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